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1、 選擇題 (皆為單選，每題4分，共40分)
1. The unit cell geometry could be defined in terms of six parameters: the three edge lengths a, b, and c, and the three interaxial angles (, (, and ( as indicated in figure 1. What is the crystal system with a ( b ( c and ( ( ( ( ( ( 90(? 
(A) Orthorhombic    (B) Tetragonal       (C) Rhombohedral
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2. The table below shows the electronegativity values for the elements. Which compound has the highest percent ionic character of the interatomic bond? 
   (A) CsCl           (B) TiO2            (C) ZnTe
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3. What is the coordination number of each atom in the HCP zinc?

   (A) 12             (B) 8               (C) 6
4. What are the Miller indices for the plane in the hexagonal unit cell shown in figure 2? (A) (0111)          (B) (
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5. What are the Miller indices for plane A in the cubic unit cell shown in figure 3?

(A) (304)          (B) (234)          (C) (3
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6. What are the indices for the direction in the hexagonal unit cell shown in figure 4? 
(A) [1010]         (B) [1
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7. Which direction in the BCC iron has the lowest linear density? 
(A) [100]            (B) [110]           (C) [111]
8. The ionic radii of Fe2+ and O2( are 0.077 and 0.140 nm, respectively. What is the coordination number for the Fe2+ ion in FeO? 
(A) 4              (B) 6              (C) 8
9. Which set of plans in the FCC copper has the smallest interplanar spacing? 
(A) (222)           (B) (311)          (C) (400)

10. Suppose that Li2O is added as an impurity to CaO. If the Li+ substitutes for Ca2+, what kind of defect would you expect to form? 
(A) O2( vacancy    (B) O2( interstitial    (C) Ca2+ vacancy
二、簡答題(共60分)
1. What is the chemical bonding type (or types) for the following material class. (a) metals, (b) ceramics, and (c) molecular solids. (6分)

2. (a) What is anisotropy? (b) Explain why the properties of polycrystalline materials are most often isotropic. (8分)
3. What is the major function for the following equipment used in materials characterization. (a) X-ray diffractometer, (b) scanning electron microscope, and (c) transmission electron microscope. (9分)
4. (a) Briefly define the term “alloy”, (b) briefly define the term “solid solution”, and (c) list the two types of solid solutions. (from the atomic viewpoint) (10分)
5. (a) Describe the Fick’s first Law. (b) List the two mechanisms of diffusion. (c) List 3 types of materials processing involving diffusion phenomena. (10分)
6. Determine (a) the yield strength and (b) the tensile strength in the stress-strain curves of metals. (stress-strain curve should be included) (8分)
7. (a) List three mechanisms to strengthen metals. (b) Describe the eutectoid reaction in the iron-carbon (or Fe-Fe3C) system. (9分)
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Figure 1 A unit cell showing axial lengths (a, b, and c) and interaxial angles ((, (, and ().





Figure 2 A plane in the hexagonal unit cell.





Figure 3 Planes in a cubic unit cell.





Figure 4 A direction in the hexagonal unit cell.
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